Spherotech, Inc.
74 27845 Irma Lee Circle, Lake Forest, IL 60045

SPHERO™ Fluorescent Magnetic Particles
Consists of paramagnetic particles made by either staining the polystyrene core or polymerizing a fluorophore in
styrene in the presence of polystyrene core particles.

SPHERO™ Fluorescent Magnetic SPHERO™ Carboxyl Fluorescent
Particles Magnetic Particles
Particle Type and Surface  Size, pm % wlv  Catalog No. Unit Particle Type and Surface Size,pm % w/v  Catalog No. Unit
Fluorescent Magnetic, 2.0-2.9 1.0 FPM-2070-2 2 mL Fluorescent Carboxyl Magnetic, 0.2-0.39 1.0 FCM-02556-2 2mL
Sky Blue Nile Red
Fluorescent Magnetic, 4.0-4.9 1.0 FPM-4056-2 2 mL Fluorescent Carboxyl Magnetic, High ~ 0.4-0.69 0.5 FCM-0552-2H  2mL
Nile Red, Iron, Yellow
Fluorescent Magnetic, UV 5.0-5.9 0.1 FPM-5041-2 2 mL Fluorescent Carboxyl Magnetic,, 0.4-0.69 1.0 FCM-0556-2 2mL
Nile Red
i i Fluorescent Carboxyl, Magnetic, 0.7-0.9 1.0 FCM-0852-2 2mL
: ' Yellow
3 Jor Fluorescent Carboxyl, Magnetic, 07-09 10  FCM-08%2  2mL
o] - HE: - Nile Red
Y [ TR Fluorescent Carboxyl Magnetic, 1.0-1.4 1.0 FCM-1045-2 2mL
ol I Light Yellow
_|_ . . . | Fluorescent Carboxyl Magnetic,Yellow  1.0-1.4 1.0 FCM-1052-2 2mL
Biotin beads before exposure mor:s;ent Carboxyl Magnetic, 1.0-1.4 1.0 FCM-1056-2 2mL
ile Re
e j ] o
| ﬁ 5 . | C | Fluorescent Carboxyl Magnetic, Pink 1.0-1.4 1.0 FCM-1058-2 2mL
E
A L8 i Fluorescent Carboxyl Magnetic, Blue 1.0-1.4 1.0 FCM-1068-2 2mL
i ! ‘. Fluorescent Carboxyl Magnetic, 10-14 10 FCM-0702  2mL
o e A Sky Blue
ﬁ Fluorescent Carboxyl Magnetic, UV/ 2.0-24 1.0 FCM-2042-2 2mL
= Light Yellow
Fluorescent Carboxyl Magnetic,Yellow ~ 2.0-2.4 1.0 FCM-2052-2 2mL
- Fluorescent Carboxyl Magnetic, Pink ~ 2.0-2.4 1.0 FCM-2058-2 2mL
", I = Fluorescent Carboxyl Magnetic, 2024 10 FCM20622  2mL
| Purple
b | | Fluorescent Carboxyl Magnetic, 2.0-29 1.0 FCM-2070-2 2mL
W . T Sky Blue
. Fluorescent Carboxyl Magnetic,Yellow ~ 4.0-4.9 1.0 FCM-4052-2 2mL
& = = Fluorescent Carboxyl Magnetic, 40-49 1.0 FCM-4056-2 2mL
Biotin beads after magnetic separation Nile Red
. . . Fluorescent Carboxyl Magnetic, Pink ~ 4.0-5.0 1.0 FCM-4058-2 2mL
Histograms and dot plots of the magnetic separation of
. . Fluorescent Carboxyl Magnetic,Yellow  5.0-5.9 1.0 FCM-5052-2 2mL
TP-60-5 using streptavidin coated carboxyl
fluorescent magnetic particles, nile red’ FSVYM-02556-5 Fluorescent Carboxyl Magnetic, UV 7.0-79 0.1 FCM-7041-2 2mL
Fluorescent Carboxyl Magnetic, 7.0-7.9 0.1 FCM-7067-2 2mL
. A PAK Bl
SPHERO™ Amino Fluorescent Magnetic ue
Parti CI es Fluorescent Carboxyl Magnetic,Yellow  8.0-9.9 1.0 FCM-8052-2 2mL
Particle Type and Surface  Size, pm % wlv  Catalog No. Unit Etljlor;szent Carboxyl Magnetic, 8099 10 FCM-8056-2 2mL
e Re
Fl t Ami 2.0-2.9 1.0 FAM-2052-2  2mL
M:;:::;:Ce‘nYe”:vlvno m Fluorescent Carboxyl Magnetic, Pink ~ 8.0-9.9 1.0 FCM-8058-2 2mL
Fluorescent Amino 2.0-2.9 1.0 FAM-2058-2 2 mL Fluorescent Carboxyl Magnetic,Yellow ~ 10.0-140 1.0 FCM-10052-2 2mL
Magnetic, Pink Fluorescent Carboxyl Magnetic,Yellow 180249 10 FCM-200522  2mL
Fluorescent Amino 4.0-4.9 1.0 FAM-4056-2 2 mL .
Magnetic, Nile Red, Fluorescent Carboxyl Magnetic,Yellow ~ 44.0-529 1.0 FCM-50052-2 2mL
Fluorescent Carboxyl Magnetic, Yellow ~ 90-105 1.0 FCM-100052-2 2mlL
Fluorescent Carboxyl Magnetic, Yellow  180-210 1.0 FCM-200052-2 2mL

Tel.: 800-368-0822 or 847-680-8922; Fax: 847-680-8927; E-Mail: service@spherotech.com
Visit us on the web at http://www.Spherotech.com




